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INTERNATIONAL ELECTROTECHNICAL COMMISSION 

____________ 

 
PHOTOVOLTAIC (PV) MODULE SAFETY QUALIFICATION –  

 
Part 2: Requirements for testing 

 
FOREWORD 

1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 
all national electrotechnical committees (IEC National Committees). The object of IEC is to promote 
international co-operation on all questions concerning standardization in the electrical and electronic fields. To 
this end and in addition to other activities, IEC publishes International Standards, Technical Specifications, 
Technical Reports, Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC 
Publication(s)”). Their preparation is entrusted to technical committees; any IEC National Committee interested 
in the subject dealt with may participate in this preparatory work. International, governmental and non-
governmental organizations liaising with the IEC also participate in this preparation. IEC collaborates closely 
with the International Organization for Standardization (ISO) in accordance with conditions determined by 
agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence 
between any IEC Publication and the corresponding national or regional publication shall be clearly indicated in 
the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of 
patent rights. IEC shall not be held responsible for identifying any or all such patent rights. 

International Standard IEC 61730-2 has been prepared by IEC technical committee 82: Solar 
photovoltaic energy systems. 

This second edition cancels and replaces the first edition of IEC 61730-2, issued in 2004 and 
its amendment 1 (2011), and constitutes a technical revision. 

This edition includes the following significant technical changes with respect to the previous 
edition: 

a) Rearrange test sequences.  
b) MST 01: Visual inspection: added nameplate requirement and modified pass criteria.  
c) Added sharp edge test MST 06. 
d) Added insulation thickness test MST 04. 
e) MST 11: Accessibility test: defined force for test finger.  
f) MST 12: Cut susceptibility test: defined blade radius for cut test.  
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g) MST 14: removed preconditioning requirement TC200 from Figure 1. 
h) MST 15: Partial discharge test removed. 
i) Renamed dielectric breakdown test MST 16 to insulation test. 
j) MST 21: Temperature test: rewritten test procedure; removed short circuit mode; allow 

alternative indoor test method.  
k) MST 23: Fire test: subclause rewritten; fire test requirements related to national building 

codes; moved optional test description to informative annex.  
l) Added ignitability test MST 24. 
m) MST 26: Reverse current overload test: changed specification of wooden board.  
n) MST 32: Module breakage test: defined new dimensions of impactor to allow other filling 

compounds; consider variety of mounting techniques for glass breakage test; reduced 
impact height to only 300 mm; corrected diameter of opening according to referenced 
standard (65 cm2 instead of 6,5 cm2). 

o) Added screw connection test MST 33.  
p) Added peel test MST 35 for proof of cemented joints. 
q) Added lap shear strength test MST 36 for proof of cemented joints. 
r) Added materials creep test MST 37. 
s) Added PV module test sequence with moisture and UV to stress polymers to Figure 1. The 

new UV sequence was added as a response to the Kyoto meeting, where it was decided to 
add a coupon test and a PV module test sequence. As it is not possible to perform the 
ISO UV test on PV modules (no affordable equipment available) it was decided to rely on 
already available PV module test equipment. R&D work has shown that cycling UV and HF 
are best to age polymers in PV modules. 

t) Added new sequence for Pollution Degree (PD) testing (sequence B1). 
u) Added annex: Recommendations for testing of PV modules from production.  

The text of this standard is based on the following documents: 

FDIS Report on voting 

82/1129/FDIS 82/1147/RVD 

 
Full information on the voting for the approval of this standard can be found in the report on 
voting indicated in the above table. 

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2. 

The committee has decided that the contents of this publication will remain unchanged until 
the stability date indicated on the IEC website under "http://webstore.iec.ch" in the data 
related to the specific publication. At this date, the publication will be  

• reconfirmed, 

• withdrawn, 

• replaced by a revised edition, or 

• amended. 

 

IMPORTANT – The 'colour inside' logo on the cover page of this publication indicates 
that it contains colours which are considered to be useful for the correct 
understanding of its contents. Users should therefore print this document using a 
colour printer. 
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PHOTOVOLTAIC (PV) MODULE SAFETY QUALIFICATION –  
 

Part 2: Requirements for testing 
 
 
 

1 Scope 

The scope of IEC 61730-1 is also applicable to this part of IEC 61730. While IEC 61730-1 
outlines the requirements of construction, this part of the standard lists the tests a PV module 
is required to fulfill for safety qualification. IEC 61730-2 is applied for safety qualification only 
in conjunction with IEC 61730-1. 

The sequence of tests required in this standard may not test for all possible safety aspects 
associated with the use of PV modules in all possible applications. This standard utilizes the 
best sequence of tests available at the time of its writing. There are some issues – such as 
the potential danger of electric shock posed by a broken PV module in a high voltage system 
– that should be addressed by the system design, location, restrictions on access and 
maintenance procedures. 

The objective of this standard is to provide the testing sequence intended to verify the safety 
of PV modules whose construction has been assessed by IEC 61730-1. The test sequence 
and pass criteria are designed to detect the potential breakdown of internal and external 
components of PV modules that would result in fire, electric shock, and/or personal injury. 
The standard defines the basic safety test requirements and additional tests that are a 
function of the PV module end-use applications. Test categories include general inspection, 
electrical shock hazard, fire hazard, mechanical stress, and environmental stress. 

The additional testing requirements outlined in relevant ISO standards, or the national or local 
codes which govern the installation and use of these PV modules in their intended locations, 
should be considered in addition to the requirements contained within this standard. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and 
are indispensable for its application. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any 
amendments) applies. 

IEC 60060-1, High-voltage test techniques – Part 1: General definitions and test requirements 

IEC 60068-2-1, Environmental testing – Part 2-1: Tests – Test A: Cold 

IEC 60068-2-2, Environmental testing – Part 2-2: Tests – Test B: Dry heat 

IEC 60068-3-5, Environmental testing – Part 3-5: Supporting documentation and guidance; 
Confirmation of the performance of temperature chambers 

IEC 60598-1:2014, Luminaires – Part 1: General requirements and tests 

IEC 60664-1:2007, Insulation co-ordination for equipment within low-voltage systems – Part 1: 
Principles, requirements and tests 

IEC 60695-2-10, Fire hazard testing – Part 2-10: Glowing/hot-wire based test methods – 
Glow-wire apparatus and common test procedure 
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IEC 60904-2, Photovoltaic devices – Part 2: Requirements for photovoltaic reference devices 

IEC 60904-9, Photovoltaic devices – Part 9: Solar simulator performance requirements 

IEC 60950-1:2005, Information technology equipment – Safety – Part 1: General requirements 

IEC 61010-1, Safety requirements for electrical equipment for measurement, control and 
laboratory use – Part 1: General requirements 

IEC 61032:1997, Protection of persons and equipment by enclosures – Probes for verification 

IEC 61140, Protection against electric shock – Common aspects for installation and 
equipment 

IEC 61215 (all parts), Terrestrial photovoltaic (PV) modules – Design qualification and type 
approval 

IEC 61215-2, Terrestrial photovoltaic (PV) modules – Design qualification and type approval – 
Part 2: Test procedures 

IEC 61730-1:2016, Photovoltaic (PV) module safety qualification – Part 1: Requirements for 
construction 

IEC 62790, Junction boxes for photovoltaic modules – Safety requirements and tests 

ISO/IEC 17025, General requirements for the competence of testing and calibration 
laboratories 

ISO 813, Rubber, vulcanized or thermoplastic – Determination of adhesion to a rigid substrate 
– 90 degree peel method 

ISO 4046-4, Paper, board, pulps and related terms – Vocabulary – Part 4: Paper and board 
grades and converted products 

ISO 4587:2003, Adhesives – Determination of tensile lap-shear strength of rigid-to-rigid 
bonded assemblies 

ISO 5893, Rubber and plastics test equipment – Tensile, flexural and compression types 
(constant rate of traverse) – Specification 

ISO 8124-1, Safety of toys – Part 1: Safety aspects related to mechanical and physical 
properties 

ISO 11925-2:2010, Reaction to fire tests – Ignitability of products subjected to direct 
impingement of flame – Part 2: Single-flame source test 

ISO 23529, Rubber – General procedures for preparing and conditioning test pieces for 
physical test methods 

ANSI Z97.1:2009, Standard – Safety Glazing Materials Used in Buildings – Safety 
Performance Specifications and Methods of Test 

ANSI/UL 1703:2015, Flat-plate photovoltaic modules and panels 
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COMMISSION ÉLECTROTECHNIQUE INTERNATIONALE 

____________ 

 
QUALIFICATION POUR LA SÛRETÉ DE FONCTIONNEMENT  

DES MODULES PHOTOVOLTAÏQUES (PV) –  
 

Partie 2: Exigences pour les essais 
 

AVANT-PROPOS 
1) La Commission Electrotechnique Internationale (IEC) est une organisation mondiale de normalisation 

composée de l'ensemble des comités électrotechniques nationaux (Comités nationaux de l’IEC). L’IEC a pour 
objet de favoriser la coopération internationale pour toutes les questions de normalisation dans les domaines 
de l'électricité et de l'électronique. A cet effet, l’IEC – entre autres activités – publie des Normes 
internationales, des Spécifications techniques, des Rapports techniques, des Spécifications accessibles au 
public (PAS) et des Guides (ci-après dénommés "Publication(s) de l’IEC"). Leur élaboration est confiée à des 
comités d'études, aux travaux desquels tout Comité national intéressé par le sujet traité peut participer. Les 
organisations internationales, gouvernementales et non gouvernementales, en liaison avec l’IEC, participent 
également aux travaux. L’IEC collabore étroitement avec l'Organisation Internationale de Normalisation (ISO), 
selon des conditions fixées par accord entre les deux organisations. 

2) Les décisions ou accords officiels de l’IEC concernant les questions techniques représentent, dans la mesure 
du possible, un accord international sur les sujets étudiés, étant donné que les Comités nationaux de l’IEC 
intéressés sont représentés dans chaque comité d’études. 

3) Les Publications de l’IEC se présentent sous la forme de recommandations internationales et sont agréées 
comme telles par les Comités nationaux de l’IEC. Tous les efforts raisonnables sont entrepris afin que l’IEC 
s'assure de l'exactitude du contenu technique de ses publications; l’IEC ne peut pas être tenue responsable de 
l'éventuelle mauvaise utilisation ou interprétation qui en est faite par un quelconque utilisateur final. 

4) Dans le but d'encourager l'uniformité internationale, les Comités nationaux de l’IEC s'engagent, dans toute la 
mesure possible, à appliquer de façon transparente les Publications de l’IEC dans leurs publications nationales 
et régionales. Toutes divergences entre toutes Publications de l’IEC et toutes publications nationales ou 
régionales correspondantes doivent être indiquées en termes clairs dans ces dernières. 

5) L’IEC elle-même ne fournit aucune attestation de conformité. Des organismes de certification indépendants 
fournissent des services d'évaluation de conformité et, dans certains secteurs, accèdent aux marques de 
conformité de l’IEC. L’IEC n'est responsable d'aucun des services effectués par les organismes de certification 
indépendants. 

6) Tous les utilisateurs doivent s'assurer qu'ils sont en possession de la dernière édition de cette publication. 

7) Aucune responsabilité ne doit être imputée à l’IEC, à ses administrateurs, employés, auxiliaires ou 
mandataires, y compris ses experts particuliers et les membres de ses comités d'études et des Comités 
nationaux de l’IEC, pour tout préjudice causé en cas de dommages corporels et matériels, ou de tout autre 
dommage de quelque nature que ce soit, directe ou indirecte, ou pour supporter les coûts (y compris les frais 
de justice) et les dépenses découlant de la publication ou de l'utilisation de cette Publication de l’IEC ou de 
toute autre Publication de l’IEC, ou au crédit qui lui est accordé. 

8) L'attention est attirée sur les références normatives citées dans cette publication. L'utilisation de publications 
référencées est obligatoire pour une application correcte de la présente publication.  

9) L’attention est attirée sur le fait que certains des éléments de la présente Publication de l’IEC peuvent faire 
l’objet de droits de brevet. L’IEC ne saurait être tenue pour responsable de ne pas avoir identifié de tels droits 
de brevets et de ne pas avoir signalé leur existence. 

La Norme internationale IEC 61730-2 a été établie par le comité d'études 82 de l'IEC: 
Systèmes de conversion photovoltaïque de l'énergie solaire. 

Cette deuxième édition annule et remplace la première édition de l'IEC 61730-2, parue 
en 2004 et son amendement 1 (2011). Elle constitue une révision technique. 

Cette édition inclut les modifications techniques majeures suivantes par rapport à l'édition 
précédente: 

a) réorganisation des séquences d'essai;  
b) examen visuel MST 01: ajout de l'exigence relative à la plaque signalétique et modification 

des critères d'acceptation;  
c) ajout de l'essai des angles vifs MST 06; 
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d) ajout de l'essai d'épaisseur de l'isolant MST 04; 
e) essai d'accessibilité MST 11: définition de la force pour le doigt d'essai;  
f) essai de susceptibilité aux rayures MST 12: définition d'un rayon de lame pour l'essai aux 

rayures;  
g) essai MST 14: suppression de l'exigence de préconditionnement TC200 dans la Figure 1; 
h) suppression de l'essai de décharge partielle MST 15; 
i) rebaptisation de l'essai de claquage diélectrique MST 16 sous le nom d'essai diélectrique; 
j) essai en température MST 21: réécriture de la procédure d'essai; suppression du mode 

court-circuit; utilisation permise d'une méthode d'essai en intérieur alternative;  
k) essai de résistance au feu MST 23: réécriture du paragraphe; spécification des exigences 

d'essai de résistance au feu relatives aux codes de construction nationaux; déplacement 
de la description des essais facultatifs dans une annexe informative;  

l) ajout de l'essai d'allumabilité MST 24; 
m) essai de surcharge de courant inverse MST 26: modification de la spécification relative à 

la planche de bois;  
n) essai de détérioration du module MST 32: définition de nouvelles dimensions pour l'outil 

d'impact afin d'admettre d'autres composés de remplissage; étude de techniques de 
montage variées pour l'essai de bris de verre; diminution de la hauteur d'impact à 300 mm 
seulement; correction du diamètre d'ouverture conformément à la norme référencée 
(65 cm2 au lieu de 6,5 cm2); 

o) ajout de l'essai des raccords vissés MST 33;  
p) ajout de l'essai de pelage MST 35 pour l'évaluation des joints collés; 
q) ajout de l'essai de cisaillement longitudinal MST 36 pour l'évaluation des joints collés; 
r) ajout de l'essai de fluage des matériaux MST 37; 
s) ajout, dans la Figure 1, de la séquence d'essais à l'humidité et aux rayons ultraviolets des 

modules PV pour évaluer la résistance des matériaux polymères aux contraintes. La 
nouvelle séquence d'essais aux UV a été ajoutée en réponse à la réunion de Kyoto, où il a 
été décidé d'ajouter un essai d'éprouvette ainsi qu'une séquence d'essai des modules PV. 
Etant donné que l'essai ISO aux UV ne peut pas être réalisé sur les modules PV (aucun 
équipement abordable n'est disponible), il a été décidé de s'appuyer sur les équipements 
d'essai de modules PV déjà disponibles. Les travaux de R&D ont montré que les cycles 
d'UV et de hautes fréquences (HF) sont les mieux adaptés pour évaluer le vieillissement 
des matériaux polymères dans les modules PV; 

t) ajout d'une nouvelle séquence pour l'essai de degré de pollution (PD) (séquence B1); 
u) ajout de l'Annexe intitulée "Recommandations relatives aux essais de modules PV issus 

de la production".  

Le texte de cette norme est issu des documents suivants: 

FDIS Rapport de vote 

82/1129/FDIS 82/1147/RVD 

 
Le rapport de vote indiqué dans le tableau ci-dessus donne toute information sur le vote ayant 
abouti à l'approbation de cette norme. 

Cette publication a été rédigée selon les Directives ISO/IEC, Partie 2. 

Le comité a décidé que le contenu de cette publication ne sera pas modifié avant la date de 
stabilité indiquée sur le site web de l’IEC sous "http://webstore.iec.ch" dans les données 
relatives à la publication recherchée. A cette date, la publication sera  

• reconduite, 
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