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A National Standard of Canada is a standard developed by a Standards Council of Canada (SCC) accredited
Standards Development Organization, in compliance with requirements and guidance set out by SCC. More
information on National Standards of Canada can be found at www.scc.ca.

SCC is a Crown corporation within the portfolio of Innovation, Science and Economic Development (ISED) Canada.
With the goal of enhancing Canada’s economic competitiveness and social well-being, SCC leads and facilitates the
development and use of national and international standards. SCC also coordinates Canadian participation in
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WWW.SCC.Ca.



https://ulnorm.com/api/?name=UL 300 202.pdf

FEBRUARY 11, 2

021 - ANSI/CAN/UL330

tr1

UL Standard for Safety for Hose and Hose Assemblies for Dispensing Flammable and Combustible
Liquids, ANSI/CAN/UL 330

Ninth Edition, Dated February 11, 2021

SUMMARY OF TOPICS

This New Ninth Edition of ANSI/CAN/UL 330, Standard for Hose and Hose Assemblies for
Dispensing Flammable and Combustible Liquids, has been issued to reflect the latest ANSI and
SCC approval dates, and to incorporate the proposals dated June 26, 2020 and October 2, 2020.

The new requirements are substantially in accordance with Proposal(s) on this subject dated June 26,
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Thd First edition was titled the Standard for Construction of Rubberose for Conducting Gasoline. [The
Segond edition was titled the Standard for 3/4-, 1-, and 1-1/4-ineh.Hose for Conducting Gasoline. [The
d edition was titled the Standard for Hose for Conducting \Gasoline. The Fourth edition was tifled
Standard for Gasoline Hose. The Fifth edition was>titled the Standard for Hose and Hpse
Asgemblies for Dispensing Flammable Liquids.
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ANSI/CAN/UL 330:2021

Btandard for Hose and Hose Assemblies for Dispensing‘Flammable ano

Combustible Liquids

First Edition — September, 1917
Second Edition — March, 1937
Third:\Edition — July, 1950
Fourth.Edition — June, 1973
Fifth-Edition — August, 1978
Sixth Edition — August, 1996
Seventh Edition — December, 2009
Eighth Edition — June, 2017

Ninth Edition

February 11, 2021

s ANSI/CAN/UL Safety Standard consists of the Ninth Edition.

The most recent designation of ANSI/UL 330 as an American National Standard
(ANSI) occurred on February 11, 2021. ANSI approval for a standard does not
include the Cover Page, Transmittal Pages, Title Page, Preface or SCC Foreword.

This standard has been designated as a National Standard of Canada (NSC) on
February 11, 2021.

COPYRIGHT © 2021 UNDERWRITERS LABORATORIES INC.
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